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Angang Steel Company Limited MILL TEST CERTIFICATE Tel 400-688-D898 Fax 0412-6728486
IR | TR EER T R A v o R (R [ RS TS | 430110,

Buyer ~ Product Order No. 204300678-09 Certificate No. 4301104303
Wt VR ||EJ"%}TJE%}[¥’HHH§ IRz df e O | gt i 4495 i fr Atk in KB 100011021
Consignee Fifgy 45 [R5 a)y Product Ins.Lot.MNo. Date of Delivery
B SIAARR LIRS [ gLy )i \

Customer Supply (_'U-mlj_iliun L SaE Purchase No. Destination ﬁ':f{!—li—t’l-“:‘-
b Q/ASB 312-2018—St12— il —FB—PT.A w5 W £ ) TR (Ke) [0 o0 i 1813197
Specification Wciﬁhl Mode |Actual Weight Total Weight ' Wagon No.
Fek é{n_gﬁ 'T‘:h:flriff_lgl | {5 R4 Chemical Composition (%) Fir {132l Tensile Test 0 i 25 ¥gE BR | BH{H 'H:::% e
1 feight 3 u o n - . 11 ] # : ’ _.2'( E STk
Heat No. (mm) _ Eﬁ’rﬁcg; TR [C [si Mo |P IS INb |Ti il | e [ | pend I_fr"‘m} ﬁ?ﬁi grsn .@iﬁéﬂx
s e Gracs | Sheets Nif Cr Cul As N| Als| RE| Y8 | TS EL |r {H Test i Harf]i ﬂh‘,‘hﬁ{J o
Batch No. Coil No. Weight 107 107 10| 107 10| 10°] 107|107 10” MPa 9% Ot | Grain | NARC [ SET00 ] Pearlite
20BD6547 1.2*¥1500*%C 8880 1 1 20 10 |[7.8 .
43011 M4880] HOB121138000200 8,950 M 171 | 298 44 rkE

“%}}"‘ el
/éa%ﬁ“ﬁfk

i / M AR Ke)
Remarks ﬁ v Taotal 8.950
R Notes ¥.S=Yield Strength T.S.=Tensile Strength EL=Elongation » sk jﬁm vy, J[7] Gross Weight
A i DB R, ST AR R SO [ g s vates T Ay TR TR E
IR, i AR Deliver Department Rolled Sheet Pyt AN Export Destinati
We hereby certify that material described herein has manufactured and tested with — ::r cparme? — e u__ - TTEEN & A PO L esnanon
satisfactory results in accordance with the requirements of the above material K 15\ Deliverer I wills L'-’Flﬂ {
specification. If you have any guestions, please contact our company. kit A Inspector s Deputy Director , Total Pieces
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Angang Production Area,Tiexi District,Anshan City,Liaoning Province,China

Angang Steel Company Limited MILL TEST CERTIFICATE Tel 400-688-0898 Fax 0412-6728486
WAL | LM 2 R A ) Hh S TR | B 4 R TR SE 5
Buyer Product Order No. 204501172-04 Certificate No. 4500902133
Wetssihr | BRI O PR RN IR A7 A WA EWHE | s 1 440k PRV RN 15000.09-18
Consignee WA R A A Product Ins.Lot.No. Date of Delivery
LR A TCRES 5 kP Dl B )3 P
Customer Supply Condition B Purchase No. Destination fjtn el It
b Q/ASB 312-2018—St12—m—FB—PT.A s (KT BER KD |55 00 s 1813151
Specification Weight Mode |Actual Weight Total Weight 7,3 Wagon No.
YN %');427% EWQ(I%) th22 k4 Chemical Composition (%) HrAR I Tensile Test o g | Mo ER | BHIH ,Im;;l; gﬂf;;;
t % . ; N = VAT
Heat No. (mm) %%%Kg) KE o Isi [mn [P S Nb |Ti e | Pk k2 Bend EEI:IEH)‘: (MP;) éggx /;Fﬁf)éﬁg
ik b Gross | Sheets | Nil _ Cr]  Cul As| N| Als| RE YS | TS | EL fr ] oo i AL JEE EBJ’E W] ek
Batch No. Coil No. Weight 10°] 102] 10%] 10°] 16°] 10°] 10?] 10%] 10°] MPa % | Grain | O I DIL(%)| Pearlite
203D7426 1.5%1250*C 5,790 50 15 10 |6
4500810830 | M0801012040000 | 5,850 211 | 323 | 395 R
201D7715 1.5%1250*C 5,140 50 17 13 10
45008J0790 | M0801013030000 5,200 191 | 311 | 40 i
201D7868 1.5*%1250*C 5,770 60 17 11 11
4500814000 | M0806068030000 5,830 198 | 325 40 ey
203D7422 1.5%1250*C 5,800 60 18 10 |6
4500874020 | M0806149030000 5,860 271 | 379 | 32 R
271 | 378 33
203D7659 1.5*%1250*C 5,890 40 18 10 10
4500814070 | M0809003030000 5,950 211 | 320 | 36 ki
203D7528 1.5%1250*C 5,970 60 17 17 |6
45008K2350| M0824027030000 | 6,030 185 | 296 | 43 L
20AD5141 1.5%1250*C 3,230 52 21 11 7
4500911410 | M0901045040000 | 3.290 197 | 322 | 39 X
N odd
S A
ik A\ HEE (ke
Remarks ﬁ' V\/ |= Total 38,010
VERE Notes Y.S.=Yield Strength T.S.=Tensile Strength EL=Elongation I~ Py nﬁ o Gross Weight
2;] \é%ﬁ{iﬁ@i’ﬁé%ﬁﬁ%ﬂiﬁ%&%, AR, R, A o P B S A A % we ;7 1 (v
ARIAE, SR AFKR. . o -~
We hereby certify that material described herein has manufactured and tested with De‘hver Department iRolled Shee;[ Pt SCANSTEEY 4 - 4 Export Destination
satisfactory results in accordance with the requirements of the above material K BEN Deliverer HA = il L 7
specification. If you have any questions, please contact our company. 7 A\ Inspector B Deputy Director - Total Pieces
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Angang Production Area,Tiexi District,Anshan City,Liaoning Province,China

Angang Steel Company Limited MILL TEST CERTIFICATE Tel 400-688-0898 Fax 0412-6728486
WHREAL | AN FE B B 2 A IR Hh S R | 2 A A T TEW T
Buyer Product Order No. 203000480—66 Certificate No. 3000302559
ety | AR PR A TR i e B A 5 A B A B AR [ELitki et BT 15020-03-20
Consignee Product Ins.Lot.No. Date of Delivery
LR A TCRES 5 kP Dl B )3 P
Customer Supply Condition B Purchase No. Destination Bt el e
b Q/ASB 311-2017—SPCC—m—FB—PT.A s (KT MR K | o0 4y 4951344
Specification Weight Mode |Actual Weight Total Weight > Wagon No.
KRS f&% EWQ(I%) 5 )53 Chemical Composition (%) PR Tensile Test o it | FZ¢ ER | BHfH ,lm;;l; b
Heat No. (o) eight | 5R%L [ Ssi |mn [P S Nb |Ti TR | ok ke Bend (mm)h (MPﬁ) M | Btk
= FH(Kg : A end | ek | B | B.S. F.C.
fit5 ! Gross | Sheets | Nil__ Crl Cul s| N| Als| RE] YsS. [ TS | EL |r Test | "R BN iz | ek
Batch No. Coil No. Weight 10°] 107 107 10°] 16°| 10°] 10%] 10?] 10| MPa % Grain | * 0 | D.L.(%)| Pearlite
20ED1462 1*¥1142*C 7,190 54 |13 67 62 3 29 0.1
3000310040 | B0219141020000 7,260 2.5 38 393 | 39.5 X

PN, N

/S B

Remarks 4 Total 7,260

. v
Wﬁg%\ Gross Weight

VR Notes Y.S.=Yield Strength T.S.=Tensile Strength EL=Elongation

N
K3k é/% 1\ HEE Ke)
=]

hvA

I H
R g O bR AR, SO A A TR, AN, SO | S ge gy T O H1 7L HE T H
AR, W RA AR, X 1 N /

=
Deliver Department Rolled Sheet Pl TEER A Export Destinati
We hereby certify that material described herein has manufactured and tested with cliver Leparmen ore e ° / Xport esiination

satisfactory results in accordance with the requirements of the above material KT Deliverer T milJ {Q\\L/ S
specification. If you have any questions, please contact our company. K7 N\ Inspector oS Deputy Director 474

Total Pieces
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H=. 1T —+ Rizhao Bachua New Materials Co. , Ltd.
iy ; ~ H' — g
E {'E ﬁ =< u E :!J IhFEE HES R KR eI, B8 e, o
U T PLid . {6 T 8EELAE /276806  West of Xiamen Road, East of Yuguaner
BA‘OHUA MILL TES | CERT IFICP’LTE Road, South of Gangcheng Boad, North of Huagong REoad, RizhaoCity,
Lanshan District, Hushan Tewn, Shandong, P. R China/2 76806
TEL: % P58 4001380006 i £33 i % 06332968271
il Fr i CONSIGNEE : = i 4 F5 PRODUCT:  # pi 2 #948Cold formed coil
FETHHHBADATE OF ISSUE: 2020 ©EYY 06 HMM 11 HDD &[S CONTRACTNO. : CDF2005290052
P f7H5#E STANDARD: Q /371100BHC F02-2020 M5 (40lK%5) STEEL GRADE: RECC
JF A% 5 MILLSHEETNO. : 200611F00043 o % P FINAL CUSTOMER: 2500120
TR A DELIVERY STATE: ¥ p/¥ Cold Formed an 2l QUALITY CLASS: 1Edh Qualified Product RO0M5-1
- 1k & W 1 AT(HL) $ fo i 3 | Bl
. Hids Jr R/ MATERIAL DESCRIPTION CHEMICAL ANALASTS (%) P e -
=) -
] C | S (Mo | P | S | Alt | AR (404 ||
ROLL STEEL . . s ! REMARK
NO. HEAT NO. AL fifm m T Hf % % % % % % |vs |Ts | EL | B
DIMENSTON OTY |WEIGHT 2 I I R R 5
x10 [x10 |[x10 |[x10 |x10 |x10 N/mm2 %
575 F SPECTFICATION a o 4 9 0 10 Ziof 8
8 6 500 38 35
HAC206005262 E20504183 2. (1, 500 1 918, 4 4] 11l 18 1 217] 312 388 32q 0K
HAC206005263 E20504183 2. (1, 500 | a54 a4l 11l el 1] 217] 32| 38| 32q oK
HAC206005272 E20504183 2. (1, 500 1 qossl 4 4] 11] 18l 1 217| 257 3e3| 394 OK
HAC206005273 E20504183 2. (1, 500 1 g6l 4 4 11l s 1 217] 257 363 39q OK
TOTAL : 4 95, 465
G. L=4i{i$5 fiGauge Length E I=Percentage Elongation Af'ter Fracture
## [Al(HL)=Tensile Test Head Bl1=Bend Test
NOTE |Y. S=Yield Strength B1: 25 il £ F¥ bend angle=180°
T. FTensile Strength Bl: % «» HiT mandrel diameter=0a
Zeii Je 4% FUF SURFACE AND SIZE: &#% QUALIFIED 2
ey PO EHEY 5% FIFEEDICER INVALTD WITHOUT SEAL g~ (2
REMARK i s T A i A
CHIEF OF INSPECTOR

B M E P FHareBERGE, W FuOF iR Bt sk R i
FOR CUSTOMERS: TEST BEFORE USE, CLAIMFOR DISCREPANCIESWITH DEFAULT GOODS
1/l m
PAGE NO. TOTAL PAGES



